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Table 17.3-1  Chemical Characteristics for Coal Seams to be Mined 

 

Seam 

identification 

Average 

total sulfur (%) 

Average 

pyritic sulfur* (%) 

No. 8 0.66 - 

No. 8B 0.79 0.21 

No. 8A 0.78 0.22 

No. 7 1.25 0.71 

No. 7B 1.11 - 

No. 7A 0.60 - 

No. 6 0.61 0.10 

No. 6B 0.53 0.13 

No. 6A 0.63 0.20 

No. 4 0.55 0.11 

No. 4B 0.60 0.13 

No. 4A 0.62 0.23 

No. 3 0.74 0.37 

No. 3B 0.97 0.29 

No. 2 0.91 0.40 

No. 2B 0.69 0.34 

No. 2A 1.27 0.55 

 

* Pyritic sulfur analyses were not performed on No. 8, No. 7B, and No. 7A coal seams. 


